
Musou Black High temperature (150℃/120H) TEST

1. Reflection rate

2. Appearance

3. Base Metal 4. Pencil Scratch Test (Type ; 6B)
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1. Musou Black (Before Test)
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Musou Black (After TEST)150℃/120hours 

Musou Black #1 (NO TEST)

Musou Black #2 120℃/150hours

( Avg. 1.29% )

( Avg. 1.29% ) ( Avg. 1.30% )

( Avg. 1.29% )

Before TEST

#1 #2

After 150℃/120 hours  TEST

#1 (NO TEST) #2 (After 150℃/120H))

Base : Aluminum

110mm

95mm
15mm

Scratch TEST : 
Same Level
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